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Introduction The osseointegration of the oral implant involves a close contact between the bone and the
implant, an important feature that allows the optimal transfer of stresses from the implant to the bone.
Achieving and maintaining tissue integration is ensured by a biosurface design with a role in reducing the
effect of shear forces on the interface, which can stimulate osteogenesis and facilitate tissue remodelling.
Numerous specialized studies describe the method of modifying the biosurface area generated by a certain
topography, among them are those that attest to the role of roughness in increasing the number of cells that
will adhere to a biosurface with a larger area.

Methodology Research was performed in order to establish the influence of mechanical processing on
the micro-roughness of the surface of the samples from the experimental bioalloy Ti10Zr. Atomic force
microscopy (AFM), scanning electron microscopy (SEM) and fluorescence microscopy were used to evaluate
the experimental results.

Results The study presents the results on the micro-roughness profile and the values of the parameters that
characterize the micro-roughness profile groups (2D and 3D) of the biosurfaces processed by grinding and
very fine polishing. Aspects regarding the modification of biosurface morphology, compared to mechanical
processing, acid corrosion and anodic oxidation, as well as the results regarding cellular behaviour (e.g.
adhesion of osteoblasts) to experimentally processed biosurfaces are also presented.

Conclusions The results of this experimental study together with those previously presented in “Controlled
Changing of Implantable Bioinert Materials Biosurface “scientific paper compile a synthesis of information
on the ability to modify the microtopography of the biosurface of the Ti10Zr alloy, by different ways in order
to improve implant osseointegration.
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1. INTRODUCTION implantation. Bone healing in the post-implantation
period involves a series of cellular and extracellular
biological processes at the bone-implant interface,

completed with the formation of new bone

The direct and lasting connection between living
and reshaped bone that defines the osseointegration

of the implant [1,2,3] is determined by the tissue
compatibility that influences the healing process
of recovery and remodelling, immediately after

[4,5,6]. The first reactions result in the formation
of a clot interface, the biological processes being
further controlled by growth and differentiation
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Improving the osseointegration of the oral implant

Figure 1. SEM view of trabecular bone (left) and Trabecular Metal Material (right) [18]

factors released by blood cells. They undergo
morphological and biochemical changes as an effect
of contact with the biosurface [7,8,9]. Achieving
implant osseointegration, but also maintaining
tissue integration are ensured by the presence of a
high biocompatible material [10] and a design that
stimulates osteogenesis and helps reduce the effect
of shear forces on the interface, such as surface
roughness and shape characteristics [11,12]. The
role of implant surface roughness in stimulating
and improving bone growth to implant surface
in low bone density structures is highlighted in
many specialized studies, which indicated higher
post-load failure rates for implants with relatively
smooth surfaces compared to implants with low
bone density rough surface [13]; Also relevant are
the results of comparative studies on the roughness
of biosurfaces, obtained by different processing
methods, those oxidized with increased roughness
have shown a shorter post-implantation healing
period due to improved cellular interaction at
the bone-implant interface [14]. In summary, the
conclusions of the studies on the effect of micro-
rough biosurfaces on the osseointegration process
clearly show the indication for the use of titanium
“microrough” implants obtained by titanium plasma
spraying, or by techniques such as Al,O, particle
blasting, TiO, blasting and acid etching. The effects
of microrough surfaces, such as faster integration,
a larger bone-to-implant contact area compared
to titanium implants with a polished or machined
surface, have been confirmed by in vitro cell response
studies, demonstrating that osteoblasts are sensitive
to changes in the roughness of biosurfaces. The
clinical benefits mentioned by the authors in recent
clinical situations are related to the shortening
of the healing period for these implants to 6-8
weeks instead of 12 weeks. The treatment of the
implant surface by mechanical, physical or chemical
methods but also the differentiated treatment
led to a faster healing and a better stability of the
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implant [15,16,17]; It has been shown, especially in
low-density bone structures, that implant stability is
influenced by implant design and that a combination
of microscopic and macroscopic surface topography
modification techniques can create a stable bone-
implant interface.

In the case of titanium alloys, research on the
application of techniques to improve cell interaction
and cell development at the interface by intensifying
protein adsorption processes has been carried out in
order to determine whether bone apposition could
be enhanced by a microrough surface obtained
by processing techniques such as blasting, acid
attack, or combinations thereof. In vitro research of
the titanium implant with different surface micro-
topographies has shown the differentiation of bone
and mineralization cells, dependent on roughness.
Rough surfaces favour osteointegration of the
implant through the attachment and subsequent
proliferation of osteoblasts and the size of the
implant-bone contact area; Notable results regarding
the modification of the biosurface parameters
of the titanium implant and titanium alloys were
obtained by surface treatment with hydroxyapatite
(HA), achieved by various physical, chemical,
electrochemical methods such as: Plasma spray,
Pulsed Laser Deposition, Chemical Vapor Deposition,
Physical Vapor Deposition, HA Blast Coating, etc.,
noting that regardless of the process applied, metal
surfaces are prepared by sandblasting, abrasion or
chemical corrosion.

The diversification of the biosurface processing
methods but also the advances registered in the
design of the oral implant resulted in implants with
differentially processed surfaces and well adapted
clinically by the positioning mode and the placement
area; The implant can have a portion obtained by
mechanical surface finishing operations (e.g. by
grinding), an engraved portion and a sandblasted
portion at high temperatures with an ideal
roughness of osseointegration, which ensures the
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optimal anchoring of the implant. Also, the control of
the properties of the tissue-implant interface is well
possible in the case of the titanium implant obtained
bysintering (LST-LaserSinteredTitanium,2009) which
has a rough surface with micropores of 2-200 pm
and a prescribed geometry from the design stage.
The healing process begins with the insertion of the
implant as this surface stimulates and accelerates
the healing of bone tissue, which makes it possible
to immediately load the implant into bone of density
I, I, I, in much safer conditions. Research in recent
years in interdisciplinary fields such as engineering
and medicine has led to remarkable results for
obtaining biomaterials with high biocompatibility
and the promotion of advanced surface processing
technologies. Some of these resulted in a porous
biomaterial made of TiZrTa alloy with structure and
elasticity close to those of bone.

The modern design introduced by the “Trabecular
Metal” implant (Fig.1) conceptually revolutionized
the theory of osseointegration and introduced
the notion of osseoincorporation (growth of bone
tissue including in the structure of the implant).
Considered the newest discovery in the field of
dental implantology, it is the only implant with
three-dimensional structure (3D) that mimics bone
cell architecture (80% porosity) and systematic
nanotextured topography of superficial areas. The
trabecular structure of theimplant causes the bone to
form inside it, resulting in a common body between
the implant and the human bone. The implants have
a treated surface of SLA type (Sandblasting with
Large grit followed by Acid etching), chemically
modified and moderately rough which increases
the bone-implant contact surface ensuring a period
of osseointegration twice less than other implant
systems [18].

The paper presents the experimental research
conducted in order to study the influence of changes
in the microtopography of biosurfaces processed
by casting + mechanical processing and casting +
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Figure 2. Microscopic aspects of the surface of the Ti10Zr samples experimentally processed through: casting + machining + grinding

) 0 4 mm

(@), acid corrosion

mechanical processing + polishing / polishing to
mirror gloss, of some samples from the experimental
bioalloy TI10Zr.

Theresearch represents the continuation of the study
and the completion of the information previously
presented in the works "Controlled Changing of
Implantable Bioinert Materials Biosurface" [19] and
"In Vitro Testing of Materials Biocompatibility with
Controlled Chemical Composition" [20], in order to
establish the optimal and efficient way to modify
biosurface area, and in this way of improving the
osseointegration of the oral implant from Ti10Zr,
between the mechanical, chemical (acid attack)
and electrochemical (anodic oxidation) processing
processes.

2. METHODOLOGY

In the experiments, samples from the experimental
bioalloy with titanium base were used (Ti10Zr/Patent
no. 132079/2019). The samples were taken from
the molded semi-finished product subsequently
subjected to mechanical processing (casting process
+ mechanical processing by grinding and casting +
mirror gloss polishing).

The analysis of the sample surface was performed
by scanning electron microscopy (SEM), atomic
force microscopy (AFM / EasyScan2 Model), and the
investigation and evaluation of the interactions at
the interface was performed by in vitro analysis by
exposing G292 osteoblasts to these surfaces, under
the same conditions with samples from the same
bioalloy but treated on the surface by acid attack
and anodic oxidation (previously published results)
[19,20].

3. RESULTS
The results of the scanning electron microscopy

analysis (Fig. 2) highlighted the changes in the mor-
phology of the experimental biosurface modified by
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A. Samples taken from cast semi-finished products and subsequently subjected to mechanical processing

(grinding).
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Figure 3. Parameters that characterize the roughness profile.

Ra =125,62nm, Rq =147,75nm, Ry =525,97nm, Rp: 266,18nm, RV =-259,79nm, Rm =-3,628fm.

mechanical processing, compared to those obtained
by corrosion (acid attack) and anodic oxidation, and
the results of atomic force microscopy analysis (Fig.
3 and Fig. 4) illustrates the roughness profile (2D and
3D images) and shows the measured values of the
parameters that characterize the roughness profile
groups by mechanical sample processing. Figure 5
shows the aspects regarding the in vitro evaluation
of the adhesion of osteoblasts on the surface of the
investigated samples.

Remarks:

The anodic oxidation method allows the develop-
ment of an oxide layer on the surface of the material
with a role in improving the adhesion and fixation
properties.

The Ti10Zr alloy samples thus processed provide a
special surface configuration, as shown in electron
scanning microscopy images (Fig. 2c). The oxide film
is a basis for the formation of the osteoinductive
matrix. Micro-topographic analysis of the sample
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surface through atomic force microscopy analysis
(AFM) provided useful information on the roughness
profile and the values of the parameters that
characterize the roughness profile groups. The
roughness corresponds in value to surfaces with
very fine processing. There are isolated peaks of high
roughness, with a rounded shape, characteristic of
the surface obtained from mechanical processing
(Fig. 4).

The investigation and evaluation of the response
of experimentally processed biosurfaces to in vitro
cellular behaviour were carried out by exposing
G292 osteoblasts to Ti10Zr samples, with surface
morphological characteristics conferred by mecha-
nical processing described above, under the same
conditions as samples processed by casting, acid
corrosion and anodizing.

G292 osteoblasts were seeded in 6-well plates at a
density of 5 x 104 cells/cm? in the presence of Ti10Zr
samples with differently processed surfaces; At
the same time, cells were cultured in vessels but in
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B. Samples subjected to mechanical processing (grinding

+ polishing to mirror gloss).
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Figure 4. Parameters that characterize the roughness profile.

Ra =7,9282nm, Rq =9,1452nm, Ry: 43,537nm, Rp =16,564nm, RV =-26,973nm, R™ =-3,4725fm.

the absence of any material (control). At 24 and 48
hours after incubation, medium was harvested from
each well and fluorescent labelling of cytoskeletal
actin filaments and intracellular glutathione was
performed (Fig. 5).

Examination by fluorescence microscopy of the
architecture of actin filaments revealed that the cells
grew in a single layer, showed an osteoblast - like
phenotype and there were no differences from the

Stoma Edu J. 2021;8(1):18-25

control. The experimental results demonstrate, for all
ways of processing the biosurface of Ti10Zr samples
(acid attack, anodizing, mechanical processing), a
good adhesion of osteoblasts, especially to oxidized
ones, which have cells with a well-organized actin
cytoskeleton, interconnected and with cell densities
comparable to those of the control (in the absence
of sample material).
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Figure 5. Highlighting the actin cytoskeleton by fluorescent labelling of F-actin with phalloidin-FITC (DAPI nucleus counter colouring) in osteoblasts

grown for 24 and 48 hours on the surface of the culture vessel/Control and Ti10Zr alloy [21].

4. DISCUSSIONS

The study of the influence of the mechanical
processing method on the micro-roughness profile
and the values of the micro-roughness parameters
determines the cellular behaviour, tested by
evaluating the adhesion and the distribution of
osteoblasts on surfaces thus processed.

In vitro testing of cellular behaviour, which
provides the information needed to understand
the mechanism by which surface micro-roughness
controls the cellular response, proves that different
changes in topography lead to differentiated
responses, at least in cell distribution mode.
Corroborating the results obtained in the mechanical
processing of the surface with those obtained in the
chemical processing (corrosion or anodic oxidation)
of the Ti10Zr bioalloy, differences were observed
both in terms of the micro-roughness profile and the
values of the micro-roughness parameters, but also
in terms of the mode of cell spread on these surfaces.
Mechanically machined surfaces contribute to
the obtaining of microrough biosurfaces. The
values characterizing the parameters of the micro-
roughness profile are not the same for differently
machined surfaces (with different micro-roughness
profile) and are significantly lower for surfaces
with fine machining (samples with almost smooth
surface, polished).

Compared to the surfaces processed by corrosion
or anodic oxidation, those obtained by mechanical
processing (regardless of the processing method) in
additiontoagoodadhesion of osteoblasts, presented
an orientation of adherent cells depending on the
direction of mechanical processing of samples.
It has been observed that any further processing
plays a decisive role in how the cells are oriented
and adhered to these surfaces and annihilate the
influence of previous processing.

5. CONCLUSIONS

The research highlights the possibilities of processing
the biosurface of theimplant with arole in improving
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the biological processes at the implant-tissue
interface in theimmediate post-implantation period.
The results of this experimental study together with
those previously presented in “Controlled Changing
of Implantable Bioinert Materials Biosurface”
provides useful information on the ability of the
Ti10Zr bioalloy to modify its microtopography of
the biosurface, by different ways to improve implant
osseointegration. The results of the research that
aimed to establish the optimal way to modify the
biosurface area through more ways of processing
are presented. The modification of the biosurface
parameters (microroughness) was evaluated, as well
as their influence on the adhesion of osteoblasts and
the cell proliferation capacity on the experimentally
processed surfaces.

The conclusions of the research are that the increase
of the biosurface area by modifying the morphology
and/or micro-roughness either by corrosion, by
oxidation or coarse either high-precision mechanical
processing, has been demonstrated and denotes
the ability of Ti10Zr bioalloy to improve biosurface
characteristics. However, some observations of the
experimental study should be noted, which may
be of interest in selecting one or another of the
experienced processing methods, as follows:

a. considering any of the processes applied in
coatings to increase the bioactivity of the metal
surface, they require prior preparation by blasting,
abrasion or chemical corrosion.

b. the increase of the biosurface area by creating
rough or microporous surfaces facilitates the cell
adhesion processes and the growth of the trabecular
bone directly on the surface of the titanium implant,
shortening the post-implantation healing period.

c. the anodic oxidation method creates surfaces
covered with a uniform, continuous, adherent oxide
film with a special morphological configuration with
a decisive role in stimulating the processes at the
interface.

d. mechanically processed surfaces contribute
to obtaining biosurfaces with a profile of micro-
roughness and values of roughness parameters
depending on the degree of processing and
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influence the orientation of the adhered cells
according to the direction of processing.

e. however, it was not noticed for corroded or
anodized Ti10Zr, suggesting that additional
processes have changed the properties of these
surfaces, and thus have decisively influenced cell
orientation and adherence;

f. these differences detected in surfaces with
different processing could have a major influence on
how osteoblasts managed to adapt and be the best
option for dental implant.
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1. Improving the osseointegration of the implant is possible by:

Qa. The modification of the microtopography that determines the increase of the biosurface area;
Qb. Use of implants with smooth (unprocessed) surfaces;

Qc. Early implant loading;

Qd. The use of materials with high fatigue resistance.

2. Changes in biosurface morphology by anodic oxidation have the following effect:

Qa. Increase of the oxide layer on the implant surface;

Qb. Improve osteoinductive properties;

QOc. Decrease biological processes at the tissue-implant interface;
Qd. Decreased cell adhesion.

3. Maintaining tissue integration is improved:

Qa. By an implant biosurface design that increases the effect of shear forces;
Qb. By factors that diminish the primary bone-implant stability;

Qc. By a design of the implant biosurface that reduces the effect of shear forces;
Qd. In structures with low bone density.

4.The role of the microroughness of the implant surface is:

Qa. To inhibit the growth of bone tissue to the surface of the implant;

Qb. To improve protein adsorption in the cellular interaction at the interface between tissue and biomaterial;
Qc. To reduce the bone-implant contact surface;

Qd. To prevent the interfacial reaction in the post-implantation period.
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